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Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

Tobby Yang Authorized signatory

CUSTOMER NAME: FLOATECPONTOON

ADDRESS: E146, 4TH FLOOR, BUILDING 1, NO. 2, XIAMAO NANYUE 

COMMERCIAL STREET, BAIYUN DISTRICT, GUANGZHOU CITY

Sample Name : WPC flooring

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, assumes no 
responsibility to verify the accuracy, adequacy and completeness of the sample information provided by client.

******************************************************************************************************************************
Date of Receipt : 2025-12-29

Testing Period : 2025-12-29 ~ 2026-01-12

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)
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Summary of Results:

No. Test Item Test Method Result Conclusion

1 Density
GB/T 24508-2020 Section 6.5.5 & 

GB/T 17657-2013 Section 4.2
1.35 g/cm3 Pass

2 Swelling in water GB/T 24508-2020 Section 6.5.7 See Results Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo:

Test Item 1 Test Item 2
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Test Item 1: Density

Sample Description: See photo

Test Method: GB/T 24508-2020 Section 6.5.5 & GB/T 17657-2013 Section 4.2

Test Condition: 

Specimen: 51.38 mm×50.73 mm×14.21 mm, 3 pcs 

Condition: 20℃，65%RH to constant mass

Test Result: 

Test Item Test Result Requirement in GB/T 24508-2020 table 3 Conclusion

Density 1.35 g/cm3 ≥ 0.75 g/cm3 Pass

Note: All test specimens were cut from the sample.

Test Item 2: Swelling in water#

Sample Description: See photo

Test Method: GB/T 24508-2020 Section 6.5.7

Test Condition:

Condition: Immersion in water at 20°C, 24h

Test Result: 

Test Item Test Result Requirement in GB/T 24508-2020 Table 3 Conclusion

Length change 0.01 % ≤ 0.3 % Pass

Width change 0.02 % ≤ 0.4 % Pass

Thickness change 0.12 % ≤ 0.5 % Pass

Note: # Test Item is not within the CNAS accredited scope.

Appendix information: 

1. The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc., and just for internal reference.

2. Unless otherwise stated, this report provides a declaration of conformity according to whether the 

test results are within the specified limits or specifications without considering the measurement 

uncertainty.

********End of report********
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